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Sample Description:  
  
  
 
Color: / Style no. / Model no.: 

 
Order No.:  PO No.:  
Age Grade:  Product End Use:  
Vendor:  Retest No.:  
Manufacturer:  Supplier Reference:  
Buyer:  Country of Origin:  
Test Period:  Country of Destination:  
Fiber Content:  
Care Instruction:  

 

/
/
/

 /
Jul 08, 2021 to Jul 12, 2021
/
/

SAMPLE DESCRIPTION ASSIGNED BY LABORATORY 
ITEM ITEM DESCRIPTION 
1 NATURAL 
 

SUMMARY OF TEST RESULTS 
TEST REQUESTED CONCLUSION REMARK 
HEAVY METALS CONTENT IN PACKAGING OR 
PACKAGING MATERIALS - UNITED STATES TOXICS 
IN PACKAGING CLEARINGHOUSE (TPCH), MODEL 
TOXICS IN PACKAGING LEGISLATION WITH 
REVISIONS UP TO JULY 2012 

PASS  

 
REMARK   
If there are questions or concerns on this report, please contact: (86)20-22902088 

 bvcps_pyinfo@bureauveritas.com 
 

BUREAU VERITAS CONSUMER PRODUCTS SERVICES (GUANGZHOU) CO., LTD  
 

 

 

KENNY WANG 
OPERATION MANAGER                   

 
 

r-HDPE Natural 

/
/
/
/
INDONESIA 

/

Sample(s) received is/are stated to be:
r-HDPE Natural
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Photo of the Submitted Sample 
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TEST RESULT 

 
 

Heavy Metals Content in Packaging or Packaging Materials - United States Toxics in Packaging 
Clearinghouse (TPCH), Model Toxics in Packaging Legislation with Revisions up to July 2012 
 

 

Test Method : Pb, Cd & Hg: Sample was digested with nitric acid and then analyzed by Inductively 
Coupled Argon Plasma Spectrometer or Inductively Coupled Argon Plasma Mass 
Spectrometer. Cr(VI): Sample was digested with alkaline mixtures and then analyzed 
by UV-VIS spectrophotometer. 

 

Heavy Metal(s) Lead 
(Pb) 

Cadmium 
(Cd) 

Mercury 
(Hg) 

Hexavalent 
Chromium 

(Cr VI) 
Maximum Allowable Limit (mg/kg) 100 mg/kg ( Sum of Pb, Cd, Hg and Cr VI ) 

 

- Unit Result 
Test Item(s) - 1 
Parameter - - 
Total Lead (Pb) mg/kg ND 
Total Cadmium (Cd) mg/kg ND 
ChromiumVI (CrVI)  mg/kg 6.09 
Total Mercury (Hg) mg/kg ND 
Sum of Pb, Cd, Hg & Cr VI mg/kg <21.1 

Conclusion - PASS 
 
 

Note / Key : 
 

 ND = Not detected “>” = Greater than “<” = Less than 
 mg/kg = milligram(s) per kilogram = ppm = part(s) per million 10 000 mg/kg = 1 % 
 % = percent U. S. EPA = United States Environmental Protection Agency 
 Detection Limit ( mg/kg ) - Sum of Pb, Cd, Hg & Cr VI : 20 

 

Remark : 
 

 - This legislation was originally drafted by the Source Reduction Council of the Coalition of Northeastern 
Governors (CONEG). 

 
- According to Model Toxics in Packaging Legislation with Revisions up to July 2012, Section 5(c), 

exemption were granted to recycled materials containing up to 200 milligrams per kilogram for the sum of 
lead, cadmium, mercury and hexavalent chromium. 

 - Unless further specified, the reported result(s) of Test Item(s) was (were) performed by total metal(s) content 
analysis through complete decomposition. 
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AMENDMENT DETAILS 
 

No. Changes 
1 Update Information  

 
 

END 
 


